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SPECIFICATION DESCRIPTION 
PWA 44 ALUMINIZING 

PWA 53-1 AMS 7879 TUNGSTEN CARBIDE- COBALT (FINE) 

PWA 53-2 PWA 1302 TUNGSTEN CARBIDE - COBALT 

PWA 53-7 PWA 1307 CHROMIUM CARBIDE - NICKEL 
CHROMIUM 

PWA 53-5 AMS 7875 CHROMIUM CARBIDE - NICKEL 
CHROMIUM (FINE) 

PWA 53-10 PWA 1310 ALUMINUM OXIDE 

PWA 53-16 PWA 1316 COBALT ALLOY - CHROMIUM-NICKEL-
TUNGSTEN (FINE) 

PWA 53-18 PWA 1318 COBALT ALLOY - CHROMIUM-NICKEL-
TUNSTEN 

PWA 53-33 PWA 1333 MAGNESIUM ZIRCONATE 

PWA 53-37 PWA 1337 NICKEL - ALUMINUM 

PWA 255 PWA 1337 NICKEL - ALUMINUM = BOND COAT 

  PWA 1349 ALUMINUM - POLYESTER=TOP COAT 

PWA 261 PWA 1365-2 COBALT - CHROMIUM - ALUMINUM 
YTTRIUM=BOND COAT 

  PWA 1333 MAGNESIUM ZIRCONATE=TOP COAT 

 


